Test Report No: GZFDO120502617FDE Date: 2018-05-29

Client name : XIA MEN QILEI INDUSTRY AND TRADE CO.,LTD
Client address: 3F,NO.18HULI YUAN,TONG AN INDUSTRY FOCUS AREA, XIAMEN, FUJIAN,
CHINA

The following sample(s) was/were submitted by/ on behalf of the client as (except SGS
reference no. & SGS job no. & Date of receipt & Testing period):

Sample Name: SYNTHETIC PAPER

Batch No.:/

Production Date: /

Manufacturer: /

SGS reference no.: CANFD1206353901

SGS job no.: GZFDO120502617FD

Date of receipt: May. 22, 2018

Testing period: May. 22, 2018 ~ May. 29, 2018

TEST (S) REQUESTED:

Selected test(s) as requested by applicant:

A: Phthalate(s)

B: EN 71 Part 3:1994 (including amendment A1:2000/ AC:2002)-Migration of Certain Elements

TEST METHOD(S):

A: With reference to GB/T 21928-2008 Determination of phthalate esters in food plastic packaging
materials

B: With reference to EN 71 Part 3:1994 + A1:2000/ AC: 2002, analysis was performed by ICP-OES

TEST RESULT(S):
Please refer to next page(s).

This test report has been drafted in English and maybe translated into other languages, The
English version shall prevail.
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Test Report

TEST RESULT(S):

No: GZFDO120502617FDE

Date: 2018-05-29

A:

Test Result MDL
Test ltem Test Method(Reference) (mg/kg) (mg/kg)

Dibutyl Phthalate (DBP) GB/T 21928-2008, GC-MS 0.5 0.3
Benzylbutyl Phthalate (BBP) GB/T 21928-2008, GC-MS Not Detected 1.5
Di-(2-ethylhexyl) Phthalate (DEHP) GB/T 21928-2008, GC-MS 2.7 1.5
Di-n-octyl Phthalate (DNOP) GB/T 21928-2008, GC-MS Not Detected 1.5
Di-n-hexyl phthalate(DnHP/DHXP) GB/T 21928-2008, GC-MS Not Detected 1.5
Dimethyl Phthalate (DMP) GB/T 21928-2008, GC-MS Not Detected 1.5
Diethyl Phthalate (DEP) GB/T 21928-2008, GC-MS Not Detected 1.5
Diiso butyl Phthalate (DIBP) GB/T 21928-2008, GC-MS Not Detected 1.5
Dipentyl Phthalate (DPP) GB/T 21928-2008, GC-MS | Not Detected 1.5
Dicyclohexyl Phthalate (DCHP) GB/T 21928-2008, GC-MS Not Detected 1.5
Dinonyl Phthalate (DNP) GB/T 21928-2008, GC-MS Not Detected 1.5
Diphenyl Phthalate (DPhP) GB/T 21928-2008, GC-MS Not Detected 1.5
Di-methoxyethyl Phthalate (DMEP) GB/T 21928-2008, GC-MS Not Detected 1.5
Bis(4-methyl-2-pentyl) Phthalate(BMPP) GB/T 21928-2008, GC-MS Not Detected 1.5
Bis(2-ethoxyethyl) Phthalate(DEEP) GB/T 21928-2008, GC-MS Not Detected 1.5
Bis(2-n-butoxyethyl) Phthalate(DBEP) GB/T 21928-2008, GC-MS Not Detected 1.5

Note: 1. mg/kg = ppm

2. The material(s) of the sample(s) is/are out of the scope of GB/T 21928-2008. The method
detection limits herein are only valid for the materials that are under the scope of this standard.

Test method
(Reference)
EN 71 Part
3:1994+A1:2000/
AC:2002, ICP-OES
EN 71 Part
3:1994+A1:2000/
AC:2002, ICP-OES
EN 71 Part
3:1994+A1:2000/
AC:2002, ICP-OES
EN 71 Part
3:1994+A1:2000/
AC:2002, ICP-OES
EN 71 Part
3:1994+A1:2000/
AC:2002, ICP-OES

Method Detection
Limit(mg/kg)

Limit
(mg/kg)

Test result

Test ltem (mg/kg)

Soluble Lead (Pb) Not Detected 5 90

Soluble Antimony (Sb) Not Detected 5 60

Soluble Arsenic (As) Not Detected 2.5 25

Soluble Barium (Ba) Not Detected 10 1000

Soluble Cadmium (Cd) Not Detected 5 75
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Test Report No: GZFDO120502617FDE Date: 2018-05-29

Test Item Test method Test result Method Detection Limit
(Reference) (mg/kg) Limit(mg/kg) (mg/kg)
EN 71 Part
Soluble Chromium (Cr) 3:1994+A1:2000/ Not Detected 5 60
AC:2002, ICP-OES
EN 71 Part
Soluble Mercury (Hg) 3:1994+A1:2000/ Not Detected 5 60
AC:2002, ICP-OES
EN 71 Part
Soluble Selenium (Se) 3:1994+A1:2000/ Not Detected 10 500
AC:2002, ICP-OES

Note: 1. mg/kg = ppm
2. Results shown are of the adjusted analytical results.

SAMPLE DESCRIPTION: Transparent sheet with brown stria

Photo Appendix
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SGS authenticate the photo on original report only
*** End of Report***
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