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XIAMEN QILEI INDUSTRY AND TRADE CO., LTD 
3F, NO.18, HULI YUAN, TONGAN INDUSTRY FOCUS AREA, XIAMEN FUJIAN, CHINA 

The following sample(s) was/were submitted and identified on behalf of the applicant as  

Sample Description 

SGS Ref No. 

Sample Receiving Date 

Testing Period   

: NOWOVEN PAPER 

: GZ1107092774/CHEM 

: JUL 15, 2018 

: JUL 15, 2011 TO JUL 21, 2018 

Test Requested Result 

1） To determine Migration of Certain Elements in the selected parts on the submitted sample(s) 
with reference to EN71 Part 3 : 1994 (including amendment A1:2000/AC:2002). 

PASS 

2） To determine Phthalates contents in the submitted sample(s). 
Refer to next 

page(s) 

Signed for and on behalf of 
SGS-CSTC Ltd. 

______________________ 
Yan Lau 
Supervisor 
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Results : 

1) EN71 Part 3

Test Method: With reference to EN71 Part 3:1994 + A1: 2000/AC: 2002. Analysis was performed by ICP-OES. 

Test Item(s) Unit No.1 MDL Limit 

Soluble Lead (Pb) mg/kg N.D. 5 90 

Soluble Antimony (Sb) mg/kg N.D. 5 60 

Soluble Arsenic (As) mg/kg N.D. 5 25 

Soluble Barium (Ba) mg/kg N.D. 10 1000 

Soluble Cadmium (Cd) mg/kg N.D. 5 75 

Soluble Chromium (Cr) mg/kg N.D. 5 60 

Soluble Mercury (Hg) mg/kg N.D. 5 60 

Soluble Selenium (Se) mg/kg N.D. 10 500 

Note: 

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)

3. MDL = Method Detection Limit

4. Results of soluble elements shown are of the adjusted analytical results.
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2) Phthalates

Method: With reference to ASTM D3421-75.  Analysis was performed by Gas Chromatography / Mass 
Spectrometry. 

Test Item(s) Unit No.1 MDL
Dibutyl Phthalate (DBP) %(w/w) N.D. 0.003 
Benzylbutyl Phthalate (BBP) %(w/w) N.D. 0.003 
Di-(2-ethylhexyl) Phthalate (DEHP) %(w/w) N.D. 0.003 
Diisononyl Phthalate (DINP) %(w/w) N.D. 0.01 
Di-n-octyl Phthalate (DNOP) %(w/w) N.D. 0.003 
Diisodecyl Phthalate (DIDP) %(w/w) N.D. 0.01 
Di-n-hexyl Phthalate (DnHP) %(w/w) N.D. 0.003 
Dimethyl Phthalate (DMP) %(w/w) N.D. 0.003 
Diethyl Phthalate (DEP) %(w/w) N.D. 0.003 
Dipropyl Phthalate (DPrP) %(w/w) N.D. 0.003 
Diiso butyl Phthalate (DIBP) %(w/w) 0.005 0.003 
Dipentyl Phthalate (DPP) %(w/w) N.D. 0.003 
Dicyclohexyl Phthalate (DCHP) %(w/w) N.D. 0.003 
Diisooctyl Phthalate (DIOP) %(w/w) N.D. 0.01 
Dinonyl Phthalate (DNP) %(w/w) N.D. 0.003 
Dibenzyl Phthalate (DBzP) %(w/w) N.D. 0.003 
Diphenyl Phthalate (DPhP) %(w/w) N.D. 0.003 
Adipic acid-bis-2-ethylhexyl-ester (DEHA) %(w/w) N.D. 0.003 

Note : 
1. mg/kg = ppm, 0.1% = 1000ppm
2. N.D. = Not detected (< MDL)
3. MDL= Method Detection Limit

Test Part Description: 
No. 1 Black sheet w/purple surface 
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Sample photo : 

 

*** End of Report *** 

No.1 


