Test Report Report No.: XMAFN140700513E-2 Date: Aug 06 2018

Client name: XIAMEN QILEI BACK LIGHT TECHNOLOGY CO.,LTD
TS ONe 2 BORD A
Sample name: Dynamic Crystal Paper

Sample Batch No.: /

Product Date: 2018/07/22

Manufacturer: XIAMEN QILEI BACK LIGHT TECHNOLOGY CO.,LTD

Above sample(s) was/were submitted and certified by the client, SGS quoted the information
with no responsibility as to the accuracy, adequacy and/or completeness.

SGS Sample No.: XMAFN140700513-2

SGS Reference No.: CANAF1412486301

Date of sample received: Jul 30 2018

Testing period: Jul 30 2018 ~ Aug 05 2018

TEST(S) REQUESTED:
Selected test(s) as requested by the applicant

TEST METHOD(S): Please refer to next page(s).
TEST RESULT(S): Please refer to next page(s).

Conclusion: When tested as specified, Migration of certain elements of the submitted sample(s) do not
exceed the limit of the European Standard EN71-3:2013.

This test report has been drafted in English and maybe translated into other languages, The
English version shall prevail.

This test report refers only to the sample(s) tested. This document cannot be used for publicity,
without prior written approval of the SGS.
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Test Report Report No.: XMAFN140700513E-2 Date: Aug 06 2018

TEST METHOD(S):

1) EN71-3:2013 Migration of Certain Elements (Category Ill: Scrapped-off toy material): With reference
to EN71-3:2013. Analysis of general elements was performed by ICP-OES.

2) Phthalate: With reference to EN14372: 2004. Analysis was performed by GC-MS

TEST RESULT(S):

1)
Method
Test ltem Unit Limit Detection Test Result
Limit
Soluble Aluminum(Al) mg/kg 70000 50 Not detected
Soluble Antimony (Sb) mg/kg 560 10 Not detected
Soluble Arsenic (As) mg/kg 47 10 Not detected
Soluble Barium (Ba) mg/kg 18750 50 Not detected
Soluble Boron(B) mg/kg 15000 50 Not detected
Soluble Cadmium (Cd) mg/kg 17 5 Not detected
Soluble Chromium (Il) (Cr (111)) mg/kg 460 5 Not detected
Soluble Chromium (V1) ) (Cr (V1)) mg/kg 0.2 0.18 Not detected
Soluble Cobalt(Co) mg/kg 130 10 Not detected
Soluble Copper(Cu) mg/kg 7700 50 Not detected
Soluble Lead (Pb) mg/kg 160 10 Not detected
Soluble Manganese(Mn) mg/kg 15000 50 Not detected
Soluble Mercury (Hg) mg/kg 94 10 Not detected
Soluble Nickel(Ni) mg/kg 930 10 Not detected
Soluble Organic Tin mg/kg 12 - Not detected
Soluble Selenium (Se) mg/kg 460 10 Not detected
Soluble Strontium(Sr) mg/kg 56000 50 Not detected
Soluble Tin(Sn) mg/kg 180000 4.9 Not detected
Soluble Zinc (Zn) mg/kg 46000 50 Not detected
Notes :

1.Soluble Chromium (lll)= Soluble Total Chromium- Soluble Chromium (VI)

2. Confirmation test of soluble chromium (l1l) & chromium (VI) is not required in case of soluble
chromium does not exceed their requirements as specified in EN71-3: 2013.

3. Confirmation test of soluble organic tin is not required in case of soluble tin, after conversion, does
not exceed the soluble organic tin requirement as specified in EN71-3: 2013.
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Test Report Report No.: XMAFN140700513E-2 Date: Aug 06 2018

2)
Method
Test ltem Unit Detection Test Result
Limit

Dibutyl Phthalate (DBP) Yo (W/W) 0.003 Not detected
Benzylbutyl Phthalate (BBP) Yo(W/w) 0.003 Not detected
Bis-(2-ethylhexyl) Phthalate (DEHP) Yo (W/W) 0.003 Not detected
Diisononyl Phthalate (DINP) Yo (W/w) 0.010 Not detected
Di-n-octyl Phthalate (DNOP) Yo (W/w) 0.003 Not detected
Diisodecyl Phthalate (DIDP) Yo (W/w) 0.010 Not detected

Notes :

(1)DBP,BBP,DEHP Reference information: Entry 51 of Regulation (EC) No 552/2009 amending Annex

XVII of REACH Regulation (EC) No 1907/2006 (previously restricted under Directive 2005/84/EC):

i) Shall not be used as substances or in mixtures, in concentrations greater than 0.1 % by weight of the
plasticised material, in toys and childcare articles.

i) Toys and childcare articles containing these phthalates in a concentration greater than 0.1 % by
weight of the plasticised material shall not be placed on the market.

Please refer to Regulation (EC) No 552/2009 to get more detail information

(2)DINP, DNOP, DIDP Reference information: Entry 52 of Regulation (EC) No 552/2009 amending
Annex XVII of REACH Regulation (EC) No 1907/2006 (previously restricted under Directive
2005/84/EC).

i) Shall not be used as substances or in mixtures, in concentrations greater than 0.1 % by weight of the
plasticised material, in toys and childcare articles which can be placed in the mouth by children.

i) Such toys and childcare articles containing these phthalates in a concentration greater than 0.1 % by
weight of the plasticised material shall not be placed on the market.

Please refer to Regulation (EC) No 552/2009 to get more detail information.

Remark: The test was carried out by a SGS laboratory.
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Test Report

Report No.: XMAFN140700513E-2 Date: Aug 06 2018

SAMPLE DESCRIPTION: White paper sheet w/golden powder&transparet film surface
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Photo Appendix
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SGS authenticate the photo on original report only

*** End of Report™*
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