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Report on the submitted samples said to be: 

 
*********************************************************************************************************************************** 
 
Summary of Test Results (as the requirement of Client): 
 
TEST REQUEST CONCLUSION

A 
Product Safety Commission(AfPS),GS specification, Specification in accordance with § 21 
section 1 No.3 ProdSG(Dated August 4, 2014)-Polycyclic Aromatic Hydrocarbon(PAHs) 
Content 

Pass 

 
*********************************************************************************************************************************** 
 
 
 
 
 
Signed for and on behalf of BACL 
 
 
 
 
 
Checked by: ______________       Approved by: __________________ 

Jane Xu                            William Wei 
Technical Supervisor                 Laboratory Manager 

Sample Name  : PET Iron On/PU Iron On/Glitter Iron On 

Style/Item No. : MIO 15/HTV16/GIO002 

Color  : PINK/GREEN/GOLD 

Sample Receiving Date : May 29, 2018 

Testing Period   : From May 29, 2018 to June 4, 2018 

Results : Please refer to next page(s). 

XIAMEN QILEI BACK LIGHT TECHNOLOGY CO., LTD
4/F-5/F,NO.599,Tonglong 2nd Road,Chanye Zone,(Xiangan)Torch  High-Tech,Xiamen,Fujian.  
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Results:  
 
Tested part(s): 
 
1. Gold glitter printed transparent plastic film 
2. Green printed transparent plastic film 
3. Rose gold printed white plastic film 
 
 

********************************************************** 
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A. Product Safety Commission(AfPS),GS specification, Specification in accordance with § 21 section 1 No.3 
ProdSG(Dated August 4, 2014)-Polycyclic Aromatic Hydrocarbon(PAHs) Content 

 
Test method: With reference to AfPS GS 2014:01 PAK, by solvent extraction and analysis was performed by Gas 
Chromatographic-Mass Spectrometer (GC-MS) 
 

Item CAS No. Unit MDL

Result Limit (See Remark) 

1 2 
Cate
gory 

1 

Category 2 Category 3 

2-1 2-2 3-1 3-2 

Acenaphthylene (ANY) 208-96-8 mg/kg 0.2 N.D. N.D. --- --- --- --- --- 

Acenaphthene (ANA) 83-32-9 mg/kg 0.2 N.D. N.D. --- --- --- --- --- 

Fluorene (FLU) 86-73-7 mg/kg 0.2 N.D. N.D. --- -- --- --- -- 

Phenanthrene (PHE) 85-01-8 mg/kg 0.2 N.D. N.D. --- --- --- --- --- 

Anthracene (ANT) 120-12-7 mg/kg 0.2 N.D. N.D. --- --- --- --- --- 

Fluoranthene (FLT) 206-44-0 mg/kg 0.2 N.D. N.D. --- -- --- --- -- 

Pyrene (PYR) 129-00-0 mg/kg 0.2 N.D. N.D. --- --- --- --- --- 

Total content of 7 PAHs1) / mg/kg / N.D. N.D. <1 <5 <10 <20 <50

Naphthalene (NAP) 91-20-3 mg/kg 0.2 N.D. N.D. < 1 < 2 < 10 

Benzo(a)anthracene (BaA) 56-55-3 mg/kg 0.2 N.D. N.D. <0.2 <0.2 <0.5 <0.5 <1 

Chrysene (CHR) 218-01-9 mg/kg 0.2 N.D. N.D. <0.2 <0.2 <0.5 <0.5 <1 

Benzo(b)fluoranthene (BbF) 205-99-2 mg/kg 0.2 N.D. N.D. <0.2 <0.2 <0.5 <0.5 <1 

Benzo(k)fluoranthene (BkF) 207-08-9 mg/kg 0.2 N.D. N.D. <0.2 <0.2 <0.5 <0.5 <1 

Benzo(a)pyrene (BaP) 50-32-8 mg/kg 0.2 N.D. N.D. <0.2 <0.2 <0.5 <0.5 <1 

Indeno(1,2,3-cd)pyrene (IPY) 193-39-5 mg/kg 0.2 N.D. N.D. <0.2 <0.2 <0.5 <0.5 <1 

Dibenzo(a,h)anthracene (DBA) 53-70-3 mg/kg 0.2 N.D. N.D. <0.2 <0.2 <0.5 <0.5 <1 

Benzo(g,h,i)perylene (BPE) 191-24-2 mg/kg 0.2 N.D. N.D. <0.2 <0.2 <0.5 <0.5 <1 

Benzo[j]fluoranthene 205-82-3 mg/kg 0.2 N.D. N.D. <0.2 <0.2 <0.5 <0.5 <1 

Benzo[e]pyrene 192-97-2 mg/kg 0.2 N.D. N.D. <0.2 <0.2 <0.5 <0.5 <1 

Total content of 18 PAHs / mg/kg / N.D. N.D. <1 <5 <10 <20 <50

Conclusion / / / Pass Pass / / / / / 

 

********************************************************** 
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Item CAS No. Unit MDL

Result Limit (See Remark) 

3 
Cate
gory 

1 

Category 2 Category 3 

2-1 2-2 3-1 3-2 

Acenaphthylene (ANY) 208-96-8 mg/kg 0.2 N.D. --- --- --- --- --- 

Acenaphthene (ANA) 83-32-9 mg/kg 0.2 N.D. --- --- --- --- --- 

Fluorene (FLU) 86-73-7 mg/kg 0.2 N.D. --- -- --- --- -- 

Phenanthrene (PHE) 85-01-8 mg/kg 0.2 N.D. --- --- --- --- --- 

Anthracene (ANT) 120-12-7 mg/kg 0.2 N.D. --- --- --- --- --- 

Fluoranthene (FLT) 206-44-0 mg/kg 0.2 N.D. --- -- --- --- -- 

Pyrene (PYR) 129-00-0 mg/kg 0.2 N.D. --- --- --- --- --- 

Total content of 7 PAHs1) / mg/kg / N.D. <1 <5 <10 <20 <50

Naphthalene (NAP) 91-20-3 mg/kg 0.2 N.D. < 1 < 2 < 10 

Benzo(a)anthracene (BaA) 56-55-3 mg/kg 0.2 N.D. <0.2 <0.2 <0.5 <0.5 <1 

Chrysene (CHR) 218-01-9 mg/kg 0.2 N.D. <0.2 <0.2 <0.5 <0.5 <1 

Benzo(b)fluoranthene (BbF) 205-99-2 mg/kg 0.2 N.D. <0.2 <0.2 <0.5 <0.5 <1 

Benzo(k)fluoranthene (BkF) 207-08-9 mg/kg 0.2 N.D. <0.2 <0.2 <0.5 <0.5 <1 

Benzo(a)pyrene (BaP) 50-32-8 mg/kg 0.2 N.D. <0.2 <0.2 <0.5 <0.5 <1 

Indeno(1,2,3-cd)pyrene (IPY) 193-39-5 mg/kg 0.2 N.D. <0.2 <0.2 <0.5 <0.5 <1 

Dibenzo(a,h)anthracene (DBA) 53-70-3 mg/kg 0.2 N.D. <0.2 <0.2 <0.5 <0.5 <1 

Benzo(g,h,i)perylene (BPE) 191-24-2 mg/kg 0.2 N.D. <0.2 <0.2 <0.5 <0.5 <1 

Benzo[j]fluoranthene 205-82-3 mg/kg 0.2 N.D. <0.2 <0.2 <0.5 <0.5 <1 

Benzo[e]pyrene 192-97-2 mg/kg 0.2 N.D. <0.2 <0.2 <0.5 <0.5 <1 

Total content of 18 PAHs / mg/kg / N.D. <1 <5 <10 <20 <50

Conclusion / / / Pass / / / / / 

 

********************************************************** 
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Remark: 

Category 1: Materials intended to be put in the mouth, or materials of toys with intended to long-term skin contact 
(longer than 30 seconds) 
 

Category 2-1: Materials not covered by Category 1, with foreseeable skin contact for longer than 30 seconds 
(long-term skin contact) or repeated short-term skin contact- Toys in the scope of 2009/48/EC 

 
Category 2-2: Materials not covered by Category 1, with foreseeable skin contact for longer than 30 seconds 
(long-term skin contact) or repeated short-term skin contact- Toys-Other products in the scope 
 
Category 3-1: Materials not covered by category 1 or 2 with foreseeable skin contact up to 30 second (short term 
skin contact)- Toys in the scope of 2009/48/EC 
 
Category 3-2: Materials not covered by category 1 or 2 with foreseeable skin contact up to 30 second (short term 
skin contact)- Other products in the scope 

 

 
Note:  

- N.D. = Not Detected or less than MDL 

- MDL = Method Detection Limit 

- “---” = Not Regulated 

- mg/kg = ppm 

- Pass = Meet with the requirement Category 2 (as the requirement of client) 

- 1)7PAHs including Acenaphthylene (ANY)、Acenaphthene (ANA)、Fluorene (FLU)、Phenanthrene (PHE)、
Anthracene (ANT)、Fluoranthene (FLT)、Pyrene (PYR) 

- In the sum of all 18 PAHs according to EPA only considers PAH components whose level in the material is 
found to exceed 0.2mg/kg. 

- Photo appendix is included. 

 

********************************************************** 
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Appendix 
 

Photograph of Sample 
 

 

 

BACL authenticate the photo on original report only 
 

*** End of Report *** 
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